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Figure S1. Low temperature (T = 80 K) IR spectra of Fe(TPP)(NO3)  thin film after supplying in to cryostat at 80 K 10 Torr  NO, warming to 160 K and re-cooling (solid line); the same after interaction of 15NO with Fe(TPP)(15NO3) (dashed line).  Solid and dashed arrows indicate the axial ligands bands for natural and 15N derivatives respectively.
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