
N2 isotherm of sample ZPM-150
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FTIR spectra of samples ZPM-150, Al-MCM-41-15 and USY
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a: USY (CBV-720); a0 = 24.28 Å; Si/AlF = 35

b: Al-MCM-41 (Si/Al = 15)

c: ZPM-150 calcined


