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Fig. S1: Raman spectra of pristine and functionalized SWNTs. (A)

purified pristine SWNTs, (B): phenylated SWNTs, 1a, (C) residue from

phenylated SWNTs after TGA.



Wavelength (nm)

A
bs

or
ba

nc
e

A

B

Fig. S2: UV-Vis-NIR spectra of  pristine and functionalized SWNTs.

(A) purified pristine SWNTs, (B) phenylated SWNTs, 1a.


