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Scanning electron micrograph of the dried polystyrene latex particles prepared using the DMA-MMA diblock copolymer stabiliser. The particles are spherical and have a reasonably uniform size distribution (Scale bar = 300 nm).

[image: image2.emf]8      7      6  5               4               3  2                1  0 

d/ ppm

a

d

b

c

e + h

f + g

h e

80

20

x y

a

b

c

d

f

f

f

g

g

 

+

O

N

O

 

 

 

O

O

8      7      6  5               4               3  2                1  0 

d/ ppm

a

d

b

c

e + h

f + g

h e

80

20

x y

a

b

c

d

f

f

f

g

g

 

+

O

N

O

 

 

 

O

O


1H NMR spectrum of the polystyrene latex dissolved in CDCl3. The signals due to the DMA-MMA diblock copolymer stabiliser are assigned. The stabiliser content of this latex was approximately 8 % by mass.
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