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ERRATUM 

The Chain Structure, Polymerization, and Conformation of 
Polyisocyanates [Chem. Rev., 76, 727 (1976)]. By A. J. BUR 
and L. J. FETTERS. 

Page 740: Table VII should read as follows. 

TABLE VII. Temperature Dependence of the Dipole Moment for a PBIC 
Fraction a inTrichloroethylene117 

Temp, ( M 2 > , Temp, ( M 2 > , 
0C D2 0C D2 

23.0 0.38 X 106 - 32 .1 0.43 X 106 

10.8 0.40 -43 .2 0.44 
- 4 . 0 0.42 -53 .8 0.44 

-16 .5 0.42 -63 .0 0.45 

a Mw = 1.03 X 105 g mo! - 1 ; w/2 = 1.7; MJMnK 1.1. 


