
S H O R T  C O M M U N I C A T I O N S  985 

Although this new refinement confirms and extends the 
refinement of Jordan et aL and gives results in agreement 
with more recent experiments, a set of more precise diffrac- 
tion data is very much needed. 

We would like to thank Professor Brooks Harris for 
calling our attention to this problem and to Professors W. 
N. Lipscomb and J. R. Brookeman for some helpful com- 
ments. 
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Mise en evidence d'une transformation ordre--d6sordre dans un eristal de type pyroctdore. Par R. CrmVALIER 
et M. GASr'ERIN, Laboratoire de Mindralogie-Cristallographie, associ~ au C.N.R.S., Universit~ de Paris VI, Tour 16, 
11, quai Saint Bernard, Paris 5e, France 

(Re~u le 12 novembre 1971) 

By X-ray diffraction from a single crystal three forms of a complex oxide (U,Na)2-xNb207-u of the pyro- 
chloride type have been distinguished which differ according to the order between the atoms of uranium and 
the atoms of sodium: (1) A fully disordered form (positions 16(d) of Fd3m are randomly occupied by uranium 
and sodium). (2) A partly ordered form in which single crystals are made up of domains containing approx- 
imately 4 to 5 unit cells in each of the three directions. (3) A long-range-ordered form, obtained by reheating 
the second form. In the forms 2 and 3, positions 16(d) are not equivalent and the space group becomes 
P4332 with uranium and sodium atoms in positions 4(b) and 12(d). 

Des monocristaux de type pyrochlore (cubique Fd3m, avec 
a =  10,40 A.), de formule (U, Nah_~Nb207_ ,  ont 6t6 ob- 
tenus par synth6se ~t 1400 °C. Les clich6s de rayons X de ces 
cristaux r6v61ent, en plus des taches de diffraction normales, 
des r6flexions diffuses 6voquant un ordre b. courte distance. 
Nous avons essay6 de les interpr6ter sur un cristal pour 
lequel une analyse quantitative h la sonde de Castaing 
conduit ~t la formule + 6-t- 5+ Na0,a2Uo,45Nb2 O6.76, en supposant 
que l 'uranium est ~t l'6tat d 'oxydation 6 + .  

Dans un premier temps, en ne prenant en consid6ration q ue 
les taches de diffraction normales, nous avons bien retrouv6 
la structure pyrochlore connue en supposant une r6partition 
statistique des atomes d 'uranium et de sodium en 16(d). 

L'affinement par moindres carr6s des mesures recueillies 
sur un diffractom6tre converge jusqu'~t une valeur de R 
6gale b. 0,10, et conduit aux valeurs consign6es dans le 
Tableau 1. 

Etude des taches de diffusion 

Des diagrammes de pr6cession faits avec un monochroma- 
teur de graphite les mettent bien en 6vidence: leur largeur 
permet de constater que le cristal est constitu6 de domaines, 
dont l 'extension est de l 'ordre de 50/~. Elles se placent aux 
noeuds du r6seau P de param6tre 10,40 A, avec des extinc- 
tions qui correspondent au groupe non centr6 P4~32, sous- 
groupe de Fd3m. 

Les positions 6quivalentes 16(d) du groupe Fd3m s'y 
r6partissent en deux groupements de la fagon suivante: 

4(b) {r ~ {r 
12(d) 8 x x ¼-  x, avec x = ] ,  

et leur partage entre ces deux sites est tel que les facteurs 
de structure y sont en phase pour les noeuds hAl de m~me 
parit6 (noeuds fondamentaux) et en opposition de phase 
pour les noeuds hAl de parit6 mixte (taches de diffusion) - 
on a donc: 

Fak, (m6me parit6) oc f~ + 3A = 4f(U, Na) = constante 
Fhkl (parit6 mixte) oc f ~ - j ~ ,  

3q et f2 6tant les facteurs de diffusion des atomes dans les 
positions 4(b) et 12(d) du groupe P4a32 

Le programme d'affinement par moindres carr6s, par le 
jeu des multiplicateurs variables affect6s ~t chaque sorte 
d 'atome ne permet d'affiner que la quantit6 Kl f , - f21 ,  K 
6tant le facteur d'6chelle qui doit 6tre fix6 ~t une valeur telle 
que les Fobs soient/ t  r6chelle absolue. I f , - f z l  est d&ermin6 
par rapport  ~t la table de diffusionf(U, Na) h sin sin 0 /2=0.  
Nous avons donc raccord6 la mesure densitomgtrique des 
taches de diffusion "a l'6chelle des fondamentales par l'in- 
term6diaire de trois taches faibles du rgseau F: 620, 660 et 
10,2,0, r6flexions dues seulement aux oxyg6nes en 48(f). 

Tableau 1. Param~tres atomiques et facteurs d'agitation thermique de la phase ddsordonnde 

Les facteurs d'agitation thermique anisotropes sont ceux qui interviennent dans rexpression 

exp [-- (illlh 2 +f122k 2 +fl33/2 + 2fll2hk + 2f123kl+ 2fll 3hl)]. 

X y g flll----f122=f133 fl12"~fl13"~f123 B 
1,27 

(U, Na)* x 2 16(d) ~ ~ ~ 14 X 10-4 4 x 10-4 

Nb 16(c) {r ~r {r 10 x 10-4 I x 10-4 
O1 x 0,76 8(b) ~ ½ ½ 
O2 48(f) 0,187 0 0 

4,5/~,2 
0,92 A 2 

*(U, Na) = (0,45U+ 0,82 Na)/1,27 
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L'affinement conduit /t la valeur Ifl-fzl=8 61ectrons 
d 'oh l 'on d6duit les deux solutions 

f l  = 29 61ectrons "1 f f l  = 17 61ectrons 
fz=21 61ectrons j~ ou ~ f2=25 61ectrons 

situ6es de part et d'autre de la valeur moyenne 1,27f(U, Na)/2 
= 23 61ectrons [densit6 61ectronique sur les sites 16(d)]. 

Extension des domaines par recuit 

Un recuit b. 600°C ~. l'air pendant une semaine a 6t6 effectu6 
sur quelques cristaux partiellement ordonn6s. 

Des clich6s de rayons X montrent alors que les noeuds 
de parit6 mixte sont devenus ponctuels, ce qui prouve l'ex- 

tension des domaines. Cet agrandissement des domaines 
s'est accompagn6 d'une modification de la densit6 61ectro- 
nique des sites 4(b) et 12(d) car l'intensit6 des noeuds du 
r6seau P s'est consid6rablement accrue par rapport b, celle 
des noeuds du r6seau F. 

Les mesures d'intensit6 permettent de d6terminer pour 
[f~-f_,l la nouvelle valeur de 21 61ectrons. 

Un troisi~me chauffage de 15 jours /l 600°C sur ces 
m6mes cristaux poursuit la mise en ordre: la diff6rence de 
charge sur les deux sites devient 6gale ~ 39 61ectrons. 

Enfin, un chauffage plus 6nergique/t  1000°C les d6sor- 
donne compl6tement et, de plus, modifie leur couleur qui 
passe de jaune clair ~t rouge fonc6. Cette transformation 
s'est av6r6e irr6versible et nous nous employons actuelle- 
ment b. en expliquer le m6canisme. 

Notes and News 

Announcements and other items of crystallographic interest will be published under this heading at the discretion of the Editorial 
Board. The notes (in duplicate) should be sent to the Executive Secretary of the International Union of Crystallography 
(J. N. King, International Union of Crystallography, 13 White Friars, Chester CHI 1NZ, England). 

Molecular Structure and Dimensions 

Volume 3 of the new reference series published by the In- 
ternational Union of Crystallography and the Crystallo- 
graphic Data Centre was published in February 1972. The 
new volume contains classified bibliographic information 
on organic and organometallic structures published during 
1969-71. The arrangement is identical with the first two 
volumes in the series with entries arranged in chemical 
classes and extensive cross-references. There are three in- 
dexes: author, formula and transition metal. All are cumul- 
ative for the years 1935-1971 and give references to entries 
in Volumes 1, 2 and 3. 

Molecular Structures and Dimensions is obtainable di- 
rectly from the publishers, A. Oosthoek's Uitgevers Mij. 
N.V., Domstraat 5-13, Utrecht, The Netherlands, from 
Polycrystal Book Service, P. O. Box 11567, Pittsburgh, Pa. 
15238, U.S.A. or from any bookseller, at a price of Nether- 
lands Guilders 55.00 (U.S. $17-00 or £6-50 at present rates 
of exchange). Personal subscribers may purchase a copy 
exclusively for their own use at the special reduced price of 
Netherlands Guilders 39.00 (U.S.$12.50 or £4.70). 

Crystal Structure Communications 

Crystal Structure Communications is an international quar- 
terly report for rapid communications concerning results 
of crystal structure analyses and is published by the X-Ray 
Crystallography Group of the University of Parma, Italy. 
The Editors are Professor L. Cavalca and Professor M. 
Nardelli. Contributions must concern structures solved and 
completely refined, not yet published or in the press and 
not yet printed. All the papers must be written in English 
and the authors are free to publish elsewhere the complete 
reports of these researches. They must, however, be pre- 
pared to supply further data and information (e.g. struc- 
ture factors tables, thermal parameters, etc.) on direct re- 
quest from readers. Papers are classified in three sections: 
(1) minerals and inorganic, (2) coordination and metal or- 
ganic, (3) organic and polymers. Publication commences 
early in 1972. 

Journal o f  Crystal and Molecular Structure 

This new journal was first published in 1971 by Plenum 
Press (London) under the editorship of Dr M. F. C. Ladd, 
Department of Chemical Physics, University of Surrey, 
Guildford, Surrey, England. It states that it is concerned 
with the publication of crystallographic and spectroscopic 
studies of the structures of crystals, molecules and other 
atomic assemblies, publishing, in English only, reports of 
original research as full-length articles or as short communi- 
cations. It does not publish letters or book reviews. 

Crystallographic programs for the IBM 1130 and 
ICL 1901A computers 

In addition to the programs mentioned in an earlier note 
[Acta Cryst. (1969) B25, 1674] we now have avai!able some 
new programs, suitable for use on the above machines, with 
16K core, disc storage and no tape drives: 

1. Block-diagonal least-squares refinement (isotropic and 
anisotropic). 

2. Centrosymmetric and non-centrosymmetric structure- 
factor calculation and Fourier summation (two- and 
threedimensional). 

3. Thermal ellipsoid calculation, and rigid-body analysis. 
4. Section in an arbitrary plane through a three-dimensional 

Fourier map. 
5. Calculated and difference Patterson map calculation. 

The programs are not original; they are merely modifi- 
cations for these particular computers. On request, a FOR- 
TRAN listing and operating instructions will be supplied. 
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