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Preliminary crystallographic results are presented for a series of dibenzoates and p-substituted dibenzoates of 
oligomethylene glycols. 

Les r6sultats d'6tudes structurales, par diffraction de rayons 
X, de polyesters aliphatiques d6riv6s de l'6thyl6ne glycol, 
trim6thyl6ne glycol et d6cam6thyl6ne glycol (Fuller & 
Erickson, 1937; Fuller & Frosch, 1939 a, b; Fuller, Frosch 
& Pape, 1942), ou de polyesters aromatiques tels que le 
poly6thyl6ne t6r6phtalate (Daubeny, Bunn & Brown, 1954) 
r6v61ent un raccourcissement syst6matique de la longueur 
de r6p6tition de fibre par rapport ~t celle attendue pour une 
chaine zig-zag compl6tement plane. 

Si dans chacun des cas, une explication diff6rente de ce 
raccourcissement est donn6e en fonction m6me de la sp6ci- 
ficit6 des diff6rentes structures, il n'en reste pas moins que 
les distortions semblent concentr6es sur la partie glycolique 
de la chaine de polyesters. 

Nous avons entrepris la recherche et l '6tude de la struc- 
ture cristalline de compos6s de la s6rie des dibenzoates de 
glycol afin, d'examiner d'une part si un raccourcissement 
similaire b. celui observ6 dans les chaines de polyesters se 

(i) 

Tableau 1. Donn~es cristallographiques 

(w) 
5 o x..._/ ~ o  6 ~..J 

(v) o,/-~o-o-,o.~,~.o-o-C-',,-o 
x__./ 6 ~ x__._/ 

(I) Dibenzoate d'6thyl6ne glycol 
C16H1404, P.M. 270,28, P.F. 73°C, F(000)= 142, 
orthorhombique, Pbca, Z=8 ,  
a=7,558 (5), b=21,834 (7), c= 16,210 (7) A, 

3 3 V=2675,12 A ,  dm~ = 1,35 g cm- , d¢,1 = 1,342 g cm -3 

(II) Di-p-chlorobenzoate d'6thyl6ne glycol 
C16Ht204C12, P.M. 339,27, P.F. 140°C, F(000)= 174, 
monoclinique, C2/c, Z = 4  
a =  12,733 (9), b=9,522 (8), c=  12,762 (8) A, 
fl=100"37 (10), V=1522 ,~a, 
dmcs= 1,48 g cm -3, d¢,t = 1,452 g cm -3 

(III) Di-p-nitrobenzoate d'6thyl~ne glycol 
C16H12OsN2, P.M. 360,3, P.F. 143°C, F(000)= 186, 
monoclinique, Cc, Z= 8, 
a=20,91 (2), b=21,34 (2_), c=7,57 (1) A, 
,8 105,0 (3),  V= 3247 A 3, 
dmc~ = 1,48 g cm -3, de,, = 1,47 g cm -3 

(IV) Dibenzoate de trim6thyl6ne glycol 
C17H,604, P.M. 284,32, P.F. 59°C, F(000)= 150, 
orthorhombique, Pbcn, Z=4 ,  
a = l l , 1 7  (2), b=8,91 (1), c=  14,82 (2)/~, 
V= 1475/~3, dines= 1,30 g cm-3, deal= 1,29 g cm-a 

(V) Di-p-chlorobenzoate de trim6thyl6ne glycol 
C,7H,404C12, P.M. 353,30, P.F. 100°C, F(000)=182, 
monoclinique, C2/c, Z=4 ,  
a=31,499 (22), b=4,530 (3),ac= 11,587 (8) A, 
fl=95,37 (10) °, V=1646,1 A ,  
dines = 1,44 g cm -3, de,, = 1,426 g cm -3 

(VI) Dibenzoate d'hexam6thyl6ne glycol 
C20H2204, P.M. 326,39, P.F. 56°C, F(000)= 174, 
orthorhombique, Pbca, Z=4 ,  
a=8,73 (1_), b= 19,72 (2), c= 10,61 (1) A, 

3 V= 1827 A ,  dines = 1,20 g cm -a, de,, = 1,17 g cm -3 
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retrouvant au niveau de ces mol6cules mod61es, et d'autre 
part afin d'obtenir, pour ces compos6s, des valeurs standard 
des distances et angles interatomiques plus pr6cises propres 
h 6tre utilis6es lors de calcul d'6nergie conformationnelle. 

Le Tableau 1 rassemble les donn6es cristallographiques 
pr61iminaires que nous avons 6tablies pour quelques com- 
pos6s mod61es susceptibles de nous apporter les renseigne- 
ments recherch6s. 

A c e  jour, les structures du dibenzoate d'6thyl/~ne glycol 
et du di-p-chlorobenzoate d'6thyl6ne glycol ont 6t6 r6solues, 
et sont en cours d'affinement. Ces r6sultats seront pr6sen- 
t6s par ailleurs (P6rez & Brisse, 1975a,b). 

D'autre part des travaux de synth6se ont 6t6 entrepris sur 
d'autres compos6s de la s6rie des dibenzoates de glycol tels 
que le dibenzoate de butane diol-l,6 et le dibenzoate de 
pentane diol-l,5 d'une part, et sur des compos6s plus ou 
moins directement li6s aux pr6c6dents tels que le succinate 
de phdnyle et le dim6thyl t6r6phtalate (Bailey, 1949). 

Nous tenons h remercier le Minist/~re de l'Education du 
Qu6bec de son soutien financier. 
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The structure of potassium hydrogen sulfate: corrigenda. By F. A. COTTON, B. A. FRENZ and D. L. HUNTER, 
Department of Chemistry, Texas A & M University, College Station, Texas 77843, U.S.A. 

(Received 9 June 1975; accepted 10 June 1975) 

In Table 2 of Cotton, Frenz & Hunter [Acta Cryst. (1975). B31, 302-304] the following coordinates should be 
substituted: 0(23) y=  -0.1080 (4); H(1) z=0-004 (2); I-/(2) x= -0.228 (8), z=0.228 (3). 

There are four errors in Table 2 of Cotton, Frenz & Hunter 
(1975) in the coordinates of O(23), H(1) and H(2). The 
correct coordinates for these three atoms are as follows. 

x y z 
0(23) -0.0812(5) -0-1080(4) 0.1784(2) 
H(1) 0-373(7) 0"601(6) 0.004(2) 
H(2) - 0"228(8) 0.065(7) 0.228(3) 

None of the other results or conclusions in the paper are 
affected. 

Reference 

COTTON, F. A., FRENZ, B. A. g HUNTER, D. L. (1975). 
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Neutron powder diffraction study of the low-temperature phase of solid acetylene-d2. A correction. By HARRI 
K. KOSKL Department of Physics, University of Helsinki, Siltavuorenpenger 20 c, SF-00170 Helsinki 17, Finland 

(Received 10 July 1975; accepted 14 July 1975) 

In Table 4 of Koski & Sfindor [Acta Cryst. (1975). B31, 350-353] the following correction should be noted: 
for C ' "  C 3.64 (2) (nearest) read C " "  C 3-56 (2) (nearest). 

An error has been discovered by one of the authors in the 
interatomic distances listed in Table 4 in our paper on the 
low-temperature orthorhombic phase of solid C2D2 (Koski 
& Sfindor, 1975). The correction is: C . . . C  3.56 (2) A 
(nearest). The incorrect value originally listed for C . . . C ,  

3.64 (2) /~, is in fact the second-nearest distance between 
two C atoms in neighbouring molecules. 

Reference 
KOSKI, H. K. & S~,NDOR, E. (1975). Acta Cryst. B31,350-353. 


