
ff  

P 
is the su r face  tension,  N/m;  
is  the hea te r  power ,  W. 

S u b s c r i p t s  

c is the condenser ;  
e is the evapo ra to r ;  
l is the liquid; 
a is adiabatic;  
av is the ave rage ;  
in is in ternal .  
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S T R U C T U R E  P A R A M E T E R S  O F  M E T A L - F I B E R  

H E A T  P I P E  W I C K S  

M. G.  S e m e n a  a n d  A .  P .  N i s h e h i k  UDC 536.248.2 

The r e su l t s  of an exper imen ta l  invest igat ion of local  and ave rage  values  of pe rmeab i l i t y  and 
effect ive pore  d i am e t e r  for  m e t a l - f i b e r  wicks ,  using a l a s e r - D o p p l e r  ve loci ty  m e a s u r e m e n t ,  a re  
p resen ted  and d iscussed.  

Cap i l l a ry -po rous  s t r u c t u r e s  made of me ta l l i c  individual f i be r s  or  powder a r e  used success fu l ly  as the 
wicks of heat  p ipes  [1]. Exis t ing methods  of p r e p a r i n g  powdered and f ibrous  m a t e r i a l s  do not yield comple te ly  
uniform s t r u c t u r e s  for  these m a t e r i a l s .  The p r o p e r t i e s  di f fer  with d i rec t ion  and c r o s s - s e c t i o n a l  a rea .  

One of the mos t  impor tan t  c h a r a c t e r i s t i c s  governing the choice of s t ruc tu re  for  a speci f ic  applicat ion is 
the permeabi l i ty .  The methods  of m e a s u r e m e n t  in [2] usual ly  give the ave r age  value the spec imen  pe rmeab i l i t y ,  
f r o m  which one cannot a s s e s s  local  nonuniformit ies .  The authors  of [3-5] t r i ed  to solve this p rob lem by m e a -  
sur ing the ra te  of f i l t ra t ion with t h e r m i s i s t o r s  of min ia tu re  tubes displaced along the spec imen sur face .  The 
defects  of these  methods  a re  that they give indirect  informat ion ,  r equ i re  ca l ibra t ion ,  have iner t ia ,  and cannot 
m e a s u r e  a r a t e  of f i l t ra t ion that v a r i e s  with t ime.  In addition, the range  of t h e m e a s u r e d  quantity is quite 
nar row.  A new method was suggested in [6]. However ,  he re  a lso  one cannot avoid e r r o r s  introduced by the 
source  of t h e r m a l  pulses .  

The p r e s e n t  pape r  s tudies  the bas ic  p r o p e r t i e s  of p e r m e a b l e  cap i l l a ry -po rous  bodies using a l a s e r - D o p -  
p le r  ve loci ty  m e a s u r e m e n t  (LDVM). With this method one can obtain local  pe rmeab i l i t y  coeff icients  Ki, the 
dis tr ibut ion of pore  d i a m e t e r s  with s i ze ,  the d imension of the m a x i m u m  and min imum p o r e s ,  and their  number .  
With this informat ion one can e s t ima te  the quality of the m a t e r i a l ,  compare  I ts  c h a r a c t e r i s t i c s  with other  types 
of s t r u c t u r e s ,  and reach  a conclusion as to the sui tabi l i ty  of a speci f ic  manufac tur ing  technique for  specif ic  
i t ems .  It is a lso  poss ib le  to c a r r y  out t e s t s  to r e j e c t  i t ems  with a la rge  s ca t t e r  in the i r  p rope r t i e s .  

The m e a s u r e m e n t s  we re  ca r r i ed  out on an equipment  whose main e l emen t  is a type LG-75 gas l a se r .  
The working sect ion is a hollow cyl inder  with an inlet for  gas ca r ry ing  sca t t e r ing  pa r t i c l e s  and a p r e s s u r e  
pickoff.  The spec imen  is a t tached in the upper  p a r t  in such a way that the gas flow p a s s e s  through the ent i re  
sect ion of the porous  inser t .  Sealing is  done at  the end sect ion on the mount su r face  (Fig. 1). 

The 50-Year  A n n i v e r s a r y  of the G r e a t  October  Socia l is t  Revolution Kiev Polytechnic  Inst i tute.  T r a n s -  
lated f rom Inzhenerno-F iz ichesk i i  Zhurnal ,  Vol. 35, No. 5, pp. 777-781, N o v e m b e r ,  1978. Original  a r t i c l e  
submit ted July 8, 1977. 
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F ig .  1. S c h e m a t i c  of  the  w o r k i n g  s e c t i o n  of the  e x p e r i m e n t a l  e q u i p -  
m e n t :  1) c a p i l l a r y - p o r o u s  s p e c i m e n ;  2) s e a l i n g  r i ng ;  3) c a s i n g  of the 
a i r  c h a m b e r ;  4) a i r  supp ly  f i t t ing ;  5) b a s e  of a i r  c h a m b e r ;  6) f i t t i ng  
fo r  p r e s s u r e  p ickof f .  

F ig .  2. L o c a t i o n  of the  m e a s u r e m e n t  po in t s  on the s u r f a c e  of the  t e s t  

s p e c i m e n s .  

T A B L E  1. C h a r a c t e r i s t i c s  of the T e s t  Spe -  
c i m e n s  

Specimen Spec. thick- Diam.inirial Porosity 
No. ness ~. mm fibersdf, om 11; % 

I 1,7 
2 1,5 
3 1,7 
4 1,2 
5 1,5 

6 I 1.0 7 2,0 
8 1.9 
9 1,7 

lO . 0,6 
11 t 1 , I  

40 

20 

61,8 
66,1 
73,2 
77,2 
78,1 
80,9 
62,8 
74,1 
79,3 
80,5 
82,3 

With th i s  a r r a n g e m e n t  one can  c a r r y  out  the m e a s u r e m e n t w i t h  a noncon tac t  me thod .  In add i t i on ,  c a l i b r a -  
t ion i s  not  r e q u i r e d .  The  e x p e r i m e n t a l  e r r o r  r e s u l t s  only  f r o m  e r r o r s  in the i n s t r m e n t s  u s e d ,  and i s  3~ T h i s  
e r r o r  can be r e d u c e d  with  m i n o r  changes  in the  o p t i c a l  s y s t e m .  

I n v e s t i g a t i o n s  w e r e  c a r r i e d  out  wi th  s p e c i m e n s  m a d e  of d i s c r e t e  c o p p e r  f i b e r s  of  l eng th  3 m m .  The  
s p e c i m e n  d i a m e t e r  and t h i c k n e s s  w a s  28 m m  and 1 .5-2  m m .  The  s p e c i m e n s  w e r e  s o l d e r e d  to a m a n d r e l ,  
t h e i r  s u r f a c e  was  a r b i t r a r i l y  d iv ided  into  69 s e c t i o n s  (Fig .  2),�9 and the r a t e  of gas  f i l t r a t i o n  w a s  m e a s u r e d  
a t  the  c e n t e r  of each  s e c t i o n .  The  l i gh t  r a y s  i n t e r s e c t e d  at  a d i s t a n c e  of 1.5 m m  f r o m  the s u r f a c e .  The  s p e c -  
i m e n s  w e r e  m a n u f a c t u r e d  wi th  v a r y i n g  a v e r a g e  p o r o s i t y  (Table  1)o 

A i r  wi th  s c a t t e r i n g  p a r t i c l e s  of d i a m e t e r  1-3 lJm p a s s e d  th rough  the s p e c i m e n  and a r r i v e d  a t  the r e g i o n  
of i n t e r s e c t i o n  of the r a y s  a t  the  m e a s u r e m e n t  poin t .  The  d i m e n s i o n s  of the s c a t t e r i n g  p a r t i c l e s  and t h e i r  con -  
c e n t r a t i o n  in the a i r  (1: 30,000) could  not  c a u s e  c logg ing  of the s p e c i m e n  p o r e s .  M o r e o v e r ,  the t e s t  t i m e  fo r  
one s p e c i m e n  w a s  30-45 ra in ,  which  a l s o  r e d u c e d  the d a n g e r  of v a r y i n g  the p a s s a g e  d i a m e t e r  of the p o r e s .  

F o r  a l l  the s p e c i m e n s  the d i s t r i b u t i o n  of l o c a l  f i l t r a t i o n  v e l o c i t i e s  o v e r  the s u r f a c e  was  ob ta ined .  Since  
the  d e p e n d e n c e  of f i l t r a t i o n  r a t e  on p r e s s u r e  g r a d i e n t  i s  l i n e a r  [7] in the  r a n g e  of p r e s s u r e  d r o p  t e s t e d  (up to 
400 N/m 2) the  l o c a l  p e r m e a b i l i t y  c o e f f i c i e n t s  r e q u i r e d  fo r  the c a l c u l a t i o n  w e r e  ob t a ined  f r o m  the D a r c y  law in 

the  f o r m  

V~ = K~ dp 
++ dx (1) 
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TABLE 2. Basic Parameters for Specimen No. 6 along Two Mu- 
tually Perpendicular Diameters 

v i, crn/sec Di, ~rn vl 'cm]sec I Ki" 10,,, m z z) i , #rn 

20,6 
24,3 
2.1,1 
23,8 
28,4 
21,I 
25, I 
21,8 
22,4 

Ki. lOL1.1Tl 2 

18,9 86,6 
22,3 94,0 
19,4 87,7 
21,9 93,0 
26,1 I01,6 
19,4 87,7 
23,1 95,6 
20,0 89,0 
20,6 90,4 

21,I 
23, I 
25,8 
27,7 
21,1 
19,8 
~,8 
17,2 

19,4 
21,2 
23,7 
25,5 
19,4 
18,2 
21,9 
15,8 

87,7 
91,7 
96,8 
100,5 
87,7 
84,9 
93,0 
79,0 

q0~ 

Oz i 1 J ~ I 

i, I 
//0 /00 ~ ~ 70 D~ 

Fig. 3. Differential pore- 
size distribution for speci- 
men No. 6 (D i is the pore 
size, /zm; fi is the probabi- 
lity density distribution, 1/ 

Equation (1) can be integrated to obtain an expression for Ki. 

The pore dimensions were obtained using a method based on simultaneous solution of the Darcy and Poi- 
seuiUe-Hagan equations [8]. Here one finds the pore diameter of an ideal porous medium with hydraulic re- 
sistance equal to that of the actual porous body under the condition that the pressure loss in the real and the 
ideal porous body are equal for the same velocity of motion of the filtered substance. Table 2 shows local fil- 
tration velocities, permeability coefficients, and pore diameters for specimen No. 6 at points lying on two 
mutually perpendicular diameters. It can be seen that for a specimen with average porosity II = 80.9% the 
average pore diameter is D = 89.4/~m. The main deviatlon is 7.4/~m, and the range, i.e., the difference between 
the largest and smallest local values of diameter, is 41.6/~m. The probable error, the absolute error, and the 
modulus of precision are 4.9/~m, 5.9/~m, and 0.1 1/~m, respectively. With a confidence limit of 0.9, the 

average pore diameter is in the range 77.3-101.5/~m. 

For aU values D i we determined the probability density of the distribution 

I exp [ (D,--D)~] (2) 5= 

and constructed differential pore-size distributions. For specimen No. 6 the differential distribution has the 
form shown in Fig. 3. The asymmetry, and the excess, describing the deviation of the distribution obtained 
from a normal one, are 0.34 and 0.92, respectively. 

Analysis of the data obtained for all the test specimens showed that the average pore diameter increases 
with increase of porosity (e.g., for Specimens Nos. 1-6 D varies from 38.8 to 89.4/~m, and for Specimen Nos. 
7-11 the increase in D observed is from 26.7 to 57.5/~m). The main deviation r here tends to increase from 
2.85 to 7.4 for Nos. 1-6, and from 2.1 to 5.2 for Nos. 7-11. 
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T A B L E  3. C o m p a r i s o n  of the C h a r a c t e r i s t i c s  of P o r o u s  Spec imens  
Made of  B ronze  and S ta in less  Steel P o w d e r s ,  and D i s p e r s e d  Copper  
F i b e r s  

Literature 
source Orig. matetia I 

Reference [8]! Stainless steel powder 

: Bronze powder [ 

Present. iCopl~r fibers df : 20 
investlgatto~ um i 

i 

Copper fibrers, df = 40 I! 
~m 

Av. pore . 
diameter D, 
~m 

31,2 
42,9 
58,3 
66,5 
76,6 
77,6 
58,4 
60,6 

26,7 
39.9 
57,5 
59,2 

' 61,5 

38,8 
44,9 
52,8 
71,3 
89,4 
97,4 

Deviationo 
tjrn 

7,1 
14,9 
26.0 
24, I 
28,1 
31,0 
12.21 
12,49 

2,14 
2,96 
5,23 
5,59 
4,45 

2.85 
5,24 
4,36 
4,37 
7,36 
8.67 

Exc~s E 

--0,05 
--1,95 

1,34 
0,60 

--0,90 
0,90 
0,24 

--0,8 

--I ,09 
0,93 

--I,15 
--0.53 
--0,93 

--0,58 
--0,13 
--0,97 
--0,22 

0,92 
0,23 

Asymmetry, 
A 

1,38 
1,05 
1,14 
1,02 
0,24 
0,86 

--0,80 
--0,18 

0,14 
--0,77 
--0,02 
--0,57 
0,03 

0,75 
0,67 
0,16 

--0,15 
--0,34 

0,45 

There is a corresponding increase also in the range. For example, for Specimens Nos. 1-6 the range 
varies from 10.6 to 41.6, and for Specimens Nos. 7-11 it varies from 7.5 to 19.1. The probable and the ab- 
solute errors also increased: 1.9-4.9 ~m for Nos. I-6 and 1.4-3.5/~m for Nos. 7-11. 

From the above it can be seen that the uniformity of structure deteriorates with increase in the porosity. 
For a given porosity there is an improvement in uniformity of structure by reducing the diameter of the origi- 
nal fibers. For example, the deviation cr describing the degree of uniformity of porous materials (the smaller 
is a, the more uniform is the structure) for Specimen No. 6 (II = 80.9%, (if = 40 ~m) is 8.67, and for Specimen 
No. 11 (H = 82.3%, df = 20 ~m) a = 4.45. A decrease in the fiber diameter also improves the other characteris- 
tics governing the uniformity of structure, i.e., it reduces the difference between the extreme diameters of the 
pores, the range, and the absolute and probable errors. 

The asymmetry in the distribution of A for all the specimens investigated varied from -0.77 to +0.75 (the 
smallest value is - 0.02), and the excess E from - 1.15 to 0.93 (the smallest value is - 0.13). The modulus of vari- 
ability, describing the scatter of local pore diameters about the average value, varied from 6.1 to 11.7%. 

When comparing the uniformity of capillary-porous materials of different structure one must choose a 
structure with close pore dimensions, since the absolute value of a depends also on the absolute value of the 
average pore size. 

Table 3 shows values of a, E and A for porous specimens made of stainless steel and bronze powder 
with diameter of spherical particles of 125-160 ~m [8], and also data obtained in the present investigation. 
From Table 3 it can be seen that, in terms of the all characteristics of the structures of metal-porous con- 
struction, the most uniform capillary-porous materials are those sintered from powders. 

K is the 
V is the 

is the 
dla/dx is the 
cr is the 
fi is the 
D is the 
E is the 
A is the 

NOTATION 

permeability coefficient, m2; 
f i l t r a t ion  r a t e ,  n~/sec; 
v i s c o s i t y ,  N. sec/m2;  
p r e s s u r e  g rad ien t ;  
r m s  devia t ion ;  
p robab i l i ty  dens i ty  d i s t r ibu t ion ,  / 1m- l ;  
po re  d i a m e t e r ,  tam; 
e x c e s s ;  

a s y m m e t r y .  
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MA X IMU M H E A T  F L U X  IN P L A N A R  M E T A L - F I B E R  WICKS 

UNDER C O N D I T I O N S  T Y P I C A L  OF H E A T  P I P E S  

A. P .  O r n a t s k i i ,  M. G. S e m e n a ,  
a nd  V. I .  T i m o f e e v  

UDC 536.248.2 

Experimental results of an investigation of the limiting heat flux for surfaces covered with a 
metal-f iber  wick for different angles of inclination and variable length of the transport  section 
are presented and discussed. 

The investigation of evaporation and boiling of liquids on a plane surface covered with a metal-f iber wick 
gives a data base for elucidating the physical conditions for the heat- t ransfer  process in the heat supply zone, 
and for  choosing the optimal geometric and structural  parameters  of the wick. The capil lary-transport  p roper -  
ties of metal-f iber  wicks were studied In [1-3], and the authors were able, to a f i rs t  approximation, to optimize 
the structural  parameters  of materials  made of baked discrete monodispersed fibers.  However, to improve 
the method of designing heat pipes and heat - t ransfer  agent distributions in film evaporators ,  additional inves- 
Ugations are required of the transport  capabilities of metal-f iber  wicks under heat- t ransfer  conditions. 

One of the most important character is t ics  of heat- t ransfer  devices, including heat pipes, is the maxi- 
mum heat flux t ransmit ted under normal operating conditions. 

The maximum heat flux Qmax in the heat zone of low-temperature heat pipes is very often a limit on 
the capillary transport  of the heat - t ransfer  agent [4-6], and depends on the structural and constructional 
characteris t ics  of the porous material ,  the thermophysical propert ies  of the working liquid, and also the 
heat pipe operating conditions. 

The simultaneous solution of the equations of conservation of mass ,  energy, and momentum for an e le-  
ment of a metal-f iber  wick [7] can be written in the form 

Fw {1-- APg  Q,.~,  = 4 N  
D'--~" 0.5 (L e + L c) + L a k -APc'I" (1) 

It can be seen from Eq. (1) that, for correc t  choice of the working liquid, to ensure a maximum value 
of the parameter  N = a P l r / ~  l ,  wicks characterized by good capi l lary-transport  capabilities (a maximum of the 
parameter  kw/Def and of the capillary head ~Pc) are more efficient. It is clear also that Qmax is affected by 
the cross-sect ional  area F w of the wick, and the reduced filtration length 0.5 (L e + Lc) + La. 
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