
Author index

Abe, H., N. Sekimura and Y. Yang,

Stability and mobility of defect

clusters in copper under displace-

ment cascade conditions 323 (2003) 220

Ali (Basu), M., A.N. Shirsat, S.C. Ku-

mar, S.R. Bharadwaj and D. Das,

Vaporization behavior and Gibbs

energy of formation of Rb2ThO3 323 (2003) 68

Allais, L., see Chabaud-Reytier, M. 323 (2003) 123

Allen, P., see Curran, G. 323 (2003) 41

Ando, M., see Katoh, Y. 323 (2003) 251

Asaga, T., see Inoue, M. 323 (2003) 108

Bacon, D.J., see Osetsky, Yu.N. 323 (2003) 268

Bacon, D.J., Yu.N. Osetsky, R. Stoller

and R.E. Voskoboinikov, MD de-

scription of damage production in

displacement cascades in copper and

a-iron 323 (2003) 152

Bagiyono, see Ishino, S. 323 (2003) 354

Balart, S.N., see Mirandou, M.I. 323 (2003) 29

Bharadwaj, S.R., see Ali (Basu), M. 323 (2003) 68

Binyukova, S.Yu., see Chernov, I.I. 323 (2003) 341

Bond, G.M., see Sencer, B.H. 323 (2003) 18

Bulatov, V.V., see de Koning, M. 323 (2003) 281

Burggraf, L.W., see Schueneman, R.A. 323 (2003) 8

Caes, C., see Chabaud-Reytier, M. 323 (2003) 123

Cai, W., see de Koning, M. 323 (2003) 281

Caro, A., see Lopasso, E.M. 323 (2003) 263

Caro, M., see Lopasso, E.M. 323 (2003) 263

Caturla, M.J., T. Diaz de la Rubia and

M. Fluss, Modeling microstructure

evolution of f.c.c. metals under irra-

diation in the presence of He 323 (2003) 163

Chabaud-Reytier, M., L. Allais, C.

Caes, P. Dubuisson and A. Pineau,

Mechanisms of stress relief cracking

in titanium stabilised austenitic

stainless steel 323 (2003) 123

Chernov, I.I., A.N. Kalashnikov, B.A.

Kalin and S.Yu. Binyukova, Gas

bubbles evolution peculiarities in

ferritic–martensitic and austenitic

steels and alloys under helium-ion

irradiation 323 (2003) 341

Chernov, V.M., see Sivak, A.B. 323 (2003) 380

Chimi, Y., see Ishino, S. 323 (2003) 354

Choi, B.K., see Jeong, Y.H. 323 (2003) 72

Cox, B., see Yueh, H.K. 323 (2003) 57

Curran, G., Y. Sevestre, W. Rattray, P.

Allen and K.R. Czerwinski, Char-

acterization of zirconia–thoria–ur-

ania ceramics by X-ray and electron

interactions 323 (2003) 41

Curtius, H., see Mazeina, L. 323 (2003) 1

Czerwinski, K.R., see Curran, G. 323 (2003) 41

Dai, Y., see Jia, X. 323 (2003) 360

Das, D., see Ali (Basu), M. 323 (2003) 68

de Koning, M., R.J. Kurtz, V.V. Bula-

tov, C.H. Henager, R.G. Hoagland,

W. Cai and M. Nomura, Modeling

of dislocation–grain boundary inter-

actions in FCC metals 323 (2003) 281

Derlet, P.M., see Samaras, M. 323 (2003) 213

Diaz de la Rubia, T., see Caturla, M.J. 323 (2003) 163

Dohi, K., see Soneda, N. 323 (2003) 169

Dubuisson, P., see Chabaud-Reytier, M. 323 (2003) 123

Eastwood, D., see Schueneman, R.A. 323 (2003) 8

Eldrup, M. and B.N. Singh, Accumula-

tion of point defects and their com-

plexes in irradiated metals as studied

by the use of positron annihilation

spectroscopy – a brief review 323 (2003) 346

Fachinger, J., see Mazeina, L. 323 (2003) 1

Fluss, M., see Caturla, M.J. 323 (2003) 163

Garner, F.A., see Sencer, B.H. 323 (2003) 18

Granovsky, M.S., see Mirandou, M.I. 323 (2003) 29

Griffiths, T.R., see Volkovich, V.A. 323 (2003) 49

Griffiths, T.R., see Volkovicha, V.A. 323 (2003) 93

Gumbsch, P., Brittle fracture and the

brittle-to-ductile transition of tung-

sten 323 (2003) 304

He, M.Y., see Odette, G.R. 323 (2003) 313

Henager, C.H., see de Koning, M. 323 (2003) 281

Hiratani, M. and H.M. Zbib, On dis-

location–defect interactions and

patterning: stochastic discrete dis-

location dynamics (SDD) 323 (2003) 290

Hoagland, R.G., see de Koning, M. 323 (2003) 281

Hribernik, M.L., see Odette, G.R. 323 (2003) 313

www.elsevier.com/locate/jnucmat

Journal of Nuclear Materials 323 (2003) 395–397

doi:10.1016/S0022-3115(03)00466-5



Inoue, M., K. Yamamoto, T. Sekine, M.

Osaka, N. Kushida and T. Asaga,

Power-to-melts of uranium–pluto-

nium oxide fuel pins at a beginning-

of-life condition in the experimental

fast reactor JOYO 323 (2003) 108

Ishikawa, N., see Ishino, S. 323 (2003) 354

Ishimoto, S., see Une, K. 323 (2003) 101

Ishino, S., see Soneda, N. 323 (2003) 169

Ishino, S., Y. Chimi, Bagiyono, T. To-

bita, N. Ishikawa, M. Suzuki and A.

Iwase, Radiation enhanced copper

clustering processes in Fe–Cu alloys

during electron and ion irradiations

as measured by electrical resistivity 323 (2003) 354

Isobe, Y., see Sencer, B.H. 323 (2003) 18

Iwase, A., see Ishino, S. 323 (2003) 354

Janney, D.E., Host phases for actinides

in simulated metallic waste forms 323 (2003) 81

Jeong, Y.H., H.G. Kim, D.J. Kim, B.K.

Choi and J.H. Kim, Influence of Nb

concentration in the a-matrix on the

corrosion behavior of Zr–xNb bin-

ary alloys 323 (2003) 72

Jia, X. and Y. Dai, Small punch tests on

martensitic/ferritic steels F82H, T91

and Optimax-A irradiated in SINQ

Target-3 323 (2003) 360

Kalashnikov, A.N., see Chernov, I.I. 323 (2003) 341

Kalin, B.A., see Chernov, I.I. 323 (2003) 341

Katayama, K., M. Nishikawa and T.

Takeishi, Isotope exchange reaction

between tritiated water and hydro-

gen on SiC 323 (2003) 138

Katoh, Y., M. Ando and A. Kohyama,

Radiation and helium effects on

microstructures, nano-indentation

properties and deformation behavior

in ferrous alloys 323 (2003) 251

Khaskelis, A.I., see Schueneman, R.A. 323 (2003) 8

Kim, D.J., see Jeong, Y.H. 323 (2003) 72

Kim, H.G., see Jeong, Y.H. 323 (2003) 72

Kim, J.H., see Jeong, Y.H. 323 (2003) 72

Kinoshita, C., see Ryazanov, A.I. 323 (2003) 372

Klaptsov, A.V., see Ryazanov, A.I. 323 (2003) 372

Kohyama, A., see Katoh, Y. 323 (2003) 251

Koptelov, E.A. and A.V. Subbotin,

Reallocation of impurity atoms in a

supersaturated solid solution by

thermodiffusion in collision cascades 323 (2003) 368

Kumar, S.C., see Ali (Basu), M. 323 (2003) 68

Kurtz, R.J., see de Koning, M. 323 (2003) 281

Kushida, N., see Inoue, M. 323 (2003) 108

Lewin, B., see Volkovicha, V.A. 323 (2003) 93

Lopasso, E.M., A. Caro and M. Caro,

How fast are the ultra-fast nano-scale

solid–liquid phase transitions in-

duced by energetic particles in solids? 323 (2003) 263

Marian, J., B.D. Wirth, R. Schäublin,
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