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Eq. (3) of this paper needs the following clarification and correction.
The exact form of Eq. (3) should be:
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If the activation energy barrier of the process under study is constant, the above equation can be simplified to
Eq. (3) in the paper. Eq. (3) can be used as a test to see if the activation energy barrier of the process
under study is constant or not. However, using Eq. (3) when E varies with a (as done in this paper) is equiv-
alent to approximating the value of E from 0 to a with a constant E. A more accurate approach to numerically
approximate values of E vs. a is as following:
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given the ai to ai+1 interval is small.
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