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The Fe-Zn phase system was critically evaluated by
[1993Bur].

Since then, [2000Reu], [2001Su], and [2005Nak] phase
diagrams similar to that of [1993Bur] by thermodynamic

modeling. Figure 1 shows the most recent Fe-Zn phase
diagram calculated by [2005Nak], which is expected to be a
better presentation of numerous data points. Figure 2 shows
the detail of Fig. 1 on the Zn corner.

Fig. 1 Fe-Zn phase diagram

Fig. 2 Detail of Fig. 1 on the Zn side
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