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The Be-Zr phase diagram in [Massalski2] (solid lines in
Fig. 1) was redrawn from [1987Oka]. The liquidus bound-
aries were speculative.

[2006Tok] determined the Be-Zr phase diagram based on
ab initio calculations (dashed lines in Fig. 1). The result of
[2006Tok] appears to support the general trend of the
liquidus boundary in [1987Oka], but experimental phase
boundary data are needed for corroboration.
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Fig. 1 Be-Zr phase diagram
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