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The B-Nb phase diagram in [Massalski2] was
redrawn from [Moffatt], which was based on
[1959Now], with an additional phase B6Nb5 found later
and minor modifications in phase boundaries for ther-
modynamic consistency.

[2003Bor] reexamined the B-Nb system in the 50-
100 at.% Nb range and observed (1) no liquid formation
during heat treatment of as-cast alloys at 1700 �C, (2) the
existence of L = BNb + (Nb) eutectic reaction at 84 at.%
Nb, and (3) the existence of BNb + (Nb) = B2Nb3
peritectoid reaction. This result is consistent with the
B-Nb phase diagram reported by [1969Rud]. Figure 1 is
drawn by compromising the data of [1959Now], [1969Rud],

and [2003Bor]. All invariant temperatures must be con-
firmed experimentally.
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Fig. 1 B-Nb phase diagram
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