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Vanadium is a refractory metal with high melting point (1910 �C) that has good structural
strength, good room-temperature corrosion resistance, and low thermal neutron-absorption
cross section. Vanadium is primarily used as a steel additive to improve the strength of steels by
forming stable nitrides and carbides. Addition of yttrium to vanadium alloys can improve the
oxidation resistance and mechanical properties. In this work, three binary systems, V-Ce, V-La,
and V-Y, were thermodynamically assessed based on the ASM Binary Alloy Phase Diagrams
using CALPHAD approach. Self-consistent thermodynamic descriptions for all three systems
were obtained.
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1. Introduction

Vanadium based alloys are leading candidates for
application in nuclear technology specifically fusion first-
wall/blanket applications.[1] Vanadium alloys have ‘‘good
fabricability, high temperature and heat load capability,
good compatibility with liquid metals and resistance to
irradiation damage effects.’’[1] Another promising applica-
tion of vanadium based alloys is in energy storage such as
hydrogen storage in extremely high working temperature.[2]

Furthermore, vanadium is used primarily as an alloying
agent in steel (ferrovanadium) for an increase in tensile
strength and high temperature strength in addition to its
‘‘grain refining and dispersion hardening effect’’ on tem-
pered steel.[3] In addition, it is also alloyed with titanium to
obtain ‘‘good strength properties at room temperature and
good creep resistance.’’[3]

On the other hand, addition of rare earth elements (e.g.,
Y) brings superior oxidation resistance to V-4Cr-4Ti alloys
at 600 and 700 �C by preventing surface V2O5 formation.[4]

Utilizing mechanical alloying and hot isostatic pressing,
Kurishita et al.[5] fabricated a Cr-44.2V-1.8Y (wt.%) alloy
that achieved a yield strength of 610-740 MPa and a total
elongation of 10-19% at room temperature. The combina-
tion of improved ductility and high strength was attributed
to very fine grain sizes of bcc matrix and fine dispersion of
Y2O3 particles.[5] Improvement in oxidation resistance and
mechanical properties of V-based alloys due to yttrium
addition promotes us to study the thermodynamics of
vanadium-rare earth (RE) element systems. Developing an

accurate self-consistent thermodynamic database for V-RE
systems in turn will facilitate new alloy design and help
optimize process control (e.g., heat treatment). In the present
study, the CALPHAD (acronym of calculation of phase
diagram) method is used to model the thermodynamics of
V-Ce, V-La, and V-Y binary systems based on available
phase equilibria data in the literature.

2. Literature Information

Experimental investigations in these systems discussed
below are limited and generally confined to the solubility
limits and invariant reactions. There are no intermetallic
compounds for these binary systems which indicate a
repulsive interaction between V and the three rare earth
elements. For these systems, the terminal solubilities are
negligible and a liquid miscibility gap exists. The currently
accepted phase diagrams[6] for all three systems are based
on calculated phase diagrams by Smith and Lee[7] (see
Fig. 1). Due to the uncertainty of the accuracy of the
available experimental data on solubility and invariant
composition and temperature, they are largely not used for
the present optimization. Instead, the thermodynamic
assessment in this study utilizes the currently accepted
phase diagrams[6,7] as a guide. These systems were reviewed
by both Gschneidner[8] and Smith and Lee.[7]

2.1 V-Ce System

The terminal phases of the V-Ce system are V (bcc), bCe
(dhcp), cCe (fcc), and dCe (bcc) above room temperature.
Smith and Lee[7] (see Fig. 1a) was particularly helpful in
summarizing the results of several studies. The calculated
phase diagram by Smith and Lee[7] qualitatively incorpo-
rates all the invariant reactions reported by Efimov[9] with
some degree of uncertainty in temperature and composition.
In particular, both Efimov[9] and Savitskii et al.[10] indicated
a peritectic reaction (L + VM dCe) at 810± 5 �C and a
eutectoid reaction (dCeMV + cCe) at 705± 5 �C. These
reactions account for a peritectic elevation of the melting of
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Fig. 1 Assessed (a) Ce-V, (b) La-V, and (c) V-Y binary phase diagrams in the ASM handbook[6]
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Ce (798 �C) and a eutectoid depression of the fccM bcc
phase transition (726 �C). The invariant shifts are believed
to be due to the impurities in the V samples used in the
experiments. Smith and Lee[7] believe that the shifts indicate
some solubility of V in Ce. The temperature for the
monotectic reaction (L2ML1 + V) is given by both
Efimov[9] and Savitskii et al.[10] as 1885± 15 �C. The
monotectic invariant temperature is nearly 25 �C below the
currently accepted melting point of V (1910 �C) and is
accounted for due to impurities. Smith and Lee[7] cited a
later study by Savitskii[11] which indicated a depression of
around 2 �C in the superconducting transition of V with the
addition of Ce in V that reinforced the very low solubility of
Ce in both solid and liquid V. The monotectic composition
is given by Efimov[9] and presented in Table 2.

Table 1 Thermodynamic parameters of the V-X
(X = Ce, La, Y) systems (J/mol of atoms) optimized
in the present study

V-Ce system V-La system V-Y system

Liquid Liquid Liquid
0LV,Ce = 84,310� 4.345T 0LV,La = 72,604 0LV,Y = 19,195 + 15.853T

1LV,La = �18,950 1LV,Y = 23,522
2LV,Y = 21,538

BCC-A2 BCC-A2 BCC-A2
0LV,Ce = 105,731 0LV,La = 98,843 0LV,Y = 113,047
1LV,Ce = �24,471 1LV,La = �37,743 1LV,Y = 17,705

FCC-A1 FCC-A1 HCP-A3
0LV,Ce = 328,391 0LV,La = 55,758 0LV,Y = 70,170

Fig. 2 (a) Calculated phase diagram of the V-Ce system compared with experimental points.[9,10,20] (b) Enlarged Ce-rich side of the
V-Ce phase diagram compared with the handbook.[6] (c) Enlarged V-rich side of the V-Ce phase diagram compared with the handbook[9,10]
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2.2 V-La System

The terminal phases of the V-La system are V (bcc), aLa
(dhcp), bLa (fcc), and cLa (bcc) above room temperature.
Like the V-Ce system, Smith and Lee[7] (see Fig. 1b) also
highlighted the results from earlier studies. Gschneidner[8]

reviewed a study by Savitskii[12]; it has not been possible to
obtain a copy of the Saviatskii report but Gschneiner quoted
the Savitskii values for the invariant reaction associated with
the fccM bcc La transition as 675 �C and that with the
melting of La as 865 �C, ‘‘whereas the currently accepted
values are 865 and 918 �C.’’[7] This suggests that the La
used was probably impure and a schematic phase diagram
drawn by Gschneidner adjusted the temperatures to become
895 and 930 �C, respectively, as peritectoid (cLa + VM

bLa) and peritectic (L + VM cLa) reactions. The large
shifts in the two invariant reactions are retained in Efimov’s

Table 2 Invariant reactions in the V-Ce system
compared with the literature[6,9,10,14,20]

Invariant reactions T, �C V concentration (at.%) Reference

L2ML1 + V 1885± 15 99.9 1.6 99.95 [9]

1907 99.0 1.69 99.4 [6,14]

1881 98.27 1.73 99.95 This study

L + VM dCe 810± 5 n/a n/a n/a [9,10]

801 0.004 99.99+ �0.011 [6,14]

799 0.004 �100 �0.011 This study

dCeMV + cCe 705± 5 n/a n/a n/a [9,10]

726 n/a n/a n/a [6,14]

726.7 �0 �100 �0 This study

cCeMV + bCe 61 n/a n/a n/a [6,14]

10 n/a n/a n/a [20]

9.85 �0 �100 �0 This study

Fig. 3 (a) Calculated phase diagram of the V-La system compared with the handbook[6]. (b) Enlarged La-rich side of the V-La phase
diagram. (c) Enlarged V-rich side of the V-La phase diagram
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study[9] as 700 and 890 �C, respectively, and were discarded
by Smith and Lee[7] for temperatures closer to the currently
accepted values for pure La. The decision is partly
supported by a later review by Savitskii[13] that places the
temperature of the peritectic (L + VM cLa) reaction at
925 �C and leaving the peritectoid reaction in place. In the
calculated diagram by Smith and Lee,[7] the peritectoid
reaction is presented as a eutectoid reaction (cLaM

V + bLa) instead. The monotectic invariant (L1ML2 + V)
is given as 1680 �C in all diagrams preceding Smith and
Lee[7] and is discarded based on the reasoning that a ‘‘large
melting point depression (>200�) of V by the dissolution of
<2 at.% La seems unrealistic in view of the constraints of
the van’s Hoff equation.’’[7] The invariant temperatures and
compositions used by Smith and Lee[7] are supported by an
earlier study by Smith et al.[14] that refined the interaction
parameters generated using the Miedama approxima-
tion.[15,16] The interaction parameters are comparable due
to the ‘‘smooth systematic trends’’ that characterize ‘‘the
physical and chemical behavior of the rare earths.’’[14]

2.3 V-Y System

The terminal phases of the V-Y system are V, aY (hcp),
and bY (bcc) above room temperature. Like the preceding
systems, Smith and Lee[7] (see Fig. 1c) highlighted the
results of several earlier studies. Aside from the study by
Lundin and Klodt[17] and the review by Gschneidner,[8]

other studies were viewed skeptically and given no weight.
Nonetheless, Lundin et al.[17] provided some experimental
data particularly on the eutectic (LM aY + V) reaction on
the Y-rich end. The eutectic temperature is given as 1455 �C
and the composition of the liquid as 88.4 at.% Y. According
to Lundin et al.[17] the solubility of V in (Y) is
0.3± 0.17 at.% Vand the solubility of Y in (V) is negligible
at the eutectic equilibria. As for the allotropic transition
(bYM aY), Lundin et al. proposed a depression in the

transition temperature based on the speculation ‘‘that the
solubility of V in bcc (Y) would be greater than in cph
(Y).’’[7] Smith and Lee,[7] however, obtained the opposite in
their calculated diagram which led to an elevation in the
allotropic transition temperature. There is no convincing
experimental support for either Lundin-Klodt’s catatectic
(bYM aY + L) reaction or Smith-Lee’s peritectic (L +
bYM aY) reaction. However, the present modeling is based
on Smith-Lee’s assessment.[7]

3. Thermodynamic Models

The Gibbs energy for each element is defined with respect
to its stable state at 298.15 K and 1 atm. In the CALPHAD
method, the Gibbs energy of pure elements is represented as
a power series in terms of temperature in the form:

G ¼ aþ bT þ cT lnðTÞ þ
X

n

dnT
n ðEq 1Þ

where a, b, c, and dn are coefficients and n represents a set
of integers typically of the values of 2, 3, and �1. The
thermodynamic data for pure elements are taken from
SGTE-PURE-v4[18] for database compatibility purposes.
The Gibbs energy of individual substitutional solution
phases (e.g., liquid, bcc, fcc, hcp, and dhcp) was modeled
using the substitutional solution model:

GU ¼ xV
�GU

V þ xRE
�GU

RE þ Gid þ Gex
m þ Gmag

m ðEq 2Þ

Gid ¼ RT � xVlnðxVÞ þ xREln(xREÞ½ � ðEq 3Þ

Gex
m ¼ xVxRE �

Xn

v¼0

vLV;REðxRE � xVÞv

ðEq 4a;RE ¼ Ce;LaÞ

Gex
m ¼ xVxRE �

Xn

v¼0

vLV;REðxV � xREÞv ðEq 4b;RE ¼ YÞ

vLV;RE ¼ av þ bvT þ cvT ln (TÞ ðEq 5Þ

where RE stands for elements Ce, La or Y; �GV
U and

�GRE
U are the Gibbs energy of pure V and rare earth elements

in the solution phase U; Gid is the ideal mixing energy; Gm
ex

is the excess energy of the phase using the Redlich-Kister
polynomial form[19]; xVand xRE are the mole fractions of the
constituents; vLV,RE is the binary interaction parameter of V
and RE of an order v, R is the gas constant and T is the
absolute temperature (K). Gm

mag is the Gibbs energy due to
magnetic ordering, but it is set to zero in this study.

4. Thermodynamic Assessment and Discussion

The V-Ce, V-La, and V-Y binaries were optimized and the
binary interaction parameters are listed in Table 1. To start

Table 3 Invariant reactions in the V-La system
compared with the literature[6,8,9,14]

Invariant reactions T, �C V concentration, at.% Reference

L2ML1 + V 1680 n/a n/a n/a [8]

1680 5 n/a n/a [9]

1903 99.56 5.75 99.97 [6,14]

1899 99.35 5.73 99.96 This study

L + VM cLa 930 n/a n/a n/a [8]

890 n/a n/a n/a [9]

920 0.17 99.9999 0.22 [6,14]

920.6 0.17 �100 0.21 This study

cLaMV + bLa 895 n/a n/a n/a [8]

700 n/a n/a n/a [9]

865 >0.1 99.99999 <0.1 [6,14]

864.5 0.15 �100 0.0995 This study

bLaMV + aLa 310 �0 n/a �0 [6,14]

285 0 n/a 0 [21]

276.9 0 n/a 0 [18]

276.8 �0 �100 �0 This study
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the optimization procedure, a positive temperature-independent
interaction parameter was chosen to reproduce the miscibility
gap in the liquid phase. A positive temperature-independent
interaction parameter is also applied to the solid phases since
V and the rare earths are negligibly soluble in one another.
Higher-order temperature-independent interaction parame-
ters are added to adjust the symmetry, invariant temperature
and composition and solubility. Emphasis was placed on
ensuring the invariant temperatures were within reasonable
range of the accepted phase diagram temperatures (10 �C
for monotectic and 5 �C for the other invariant equilibria
unless specified by the diagram). Temperature-dependent
interaction parameters (namely bv in Eq. 5) were introduced
when using the temperature-independent parameters alone
(namely av in Eq. 5) proved unsatisfactory in reproducing the
phase diagrams. All three calculated phase diagrams were
based on the currently accepted phase diagrams.[7]

The calculated V-Ce phase diagram as shown in
Fig. 2(a)-(c) is an accurate rendering of the currently
accepted phase diagram.[7] As seen in Table 2, the compo-
sition and temperature for the invariant reactions show
reasonable agreement with the currently accepted phase
diagram. While attempts were made to fit the experimental
data for the peritectic and eutectoid reactions, the shifts in
the allotropic transition were incompatible with the limited
solubility of V in (Ce) as shown in Fig. 2(b). The authors
noticed that the updated SGTE-Pure v4 database[18] treats
the polymorphic transformation temperature of cCeM bCe
at 10 �C, which is based on a 20-year experimental study by
Gschneidner and Pecharsky[20] who discovered that cCe is
the true standard state of elemental Ce.

The calculated V-La phase diagram as shown in
Fig. 3(a)-(c) is in reasonable agreement with the currently
accepted phase diagram.[7] As explained earlier, much of the

Fig. 4 (a) Calculated phase diagram of the V-Y system compared with the handbook.[6] (b) Enlarged Y-rich side of the V-Y phase dia-
gram. (c) Enlarged V-rich side of the V-Y phase diagram
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experimental data were excluded due to the large shifts in
the invariant reactions that were incompatible with the
negligible solubility of La and V. The composition and
temperature for the invariant reactions are given in Table 3
for comparison and supports an agreement with the
currently accepted phase diagram.[7] As with the currently
accepted phase diagram, the allotropic transition (cLaM

bLa) is represented as a eutectoid (cLaMV + bLa) reaction
in the binary La-V system.

The calculated V-Yphase diagram as shown in Fig. 4(a)-(c)
is in reasonable agreement with the currently accepted phase
diagram.[7] An exception, however, is that the composition
of the V-rich liquid of the monotectic reaction (L1M

V + L2) has higher Y solubility in both V and liquid than
Smith and Lee’s calculation.[7] To test the effect on the
phase diagram from the solubility at the monotectic
reaction, the authors compared various V-Y phase diagrams
with a wide range of combination of solubility. The results
(not shown) demonstrated that the extremely low solubility
even in the liquid phase (�0.001% Y)[7] was deemed
unreasonable as it tremendously increases the critical point
of the liquid miscibility gap. In fact, according to ASM
handbook,[6] the liquid at the monotectic point of some
analogous binaries such as Nb-Y and Ta-Y systems has
finite Y solubility (it is �0.5 at.% Y in Nb-Yand �2 at.% Y
in Ta-Y). The composition and temperature for the invariant
reactions are given in Table 4 for comparison. The invariant
reaction for the allotropic (bYM aY) transition is in
agreement with Smith-Lee’s peritectic (L + bYM aY)
prediction.[14] The eutectic point obtained in the present
study is shifted toward Y-rich side by �6.2 at.% compared
to the data from Lundin and Klodt.[17] It was not possible to
obtain exact fitting to their data[17] without significantly
altering the eutectic temperature and the monotectic invari-
ant reaction.

Based on the existing literature, the V-Ce, V-La and V-Y
binaries were thermodynamically assessed using the
CALPHAD method and the calculated phase diagrams are
in reasonable agreement with the currently accepted phase
diagrams in the ASM Handbook.[6] However, additional
work is necessary to improve the thermodynamic descrip-
tions. For the V-Ce system, it is necessary to collect more
accurate data concerning the temperature and composition
of invariant reactions. For the V-La system, differential
thermal analysis (DTA) could provide additional phase

equilibria information such as composition and temperature
of invariant reactions and liquidus boundaries. For the V-Y
system, the thermodynamic description could be enhanced
by experimentally determining (1) the compositions at the
monotectic reaction and (2) whether the allotropic transition
reaction is peritectic or catatectic in the Y-rich side and the
corresponding compositions and temperature.

5. Summary

The experimental phase equilibria data and thermody-
namics of V-Ce, V-La, and V-Y binary systems are
reviewed. Based on limited available experimental data
and ASM handbook, a self-consistent thermodynamic
description of these systems is obtained by thermodynamic
modeling of the Gibbs energy of individual phases in these
systems via the CALPHAD approach.
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