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Erratum

Erratum to ““Metallic bipolar plates for PEM fuel cells”
[J. Power Sources 105 (2002) 256—260]*

J. Wind", R. Spih, W. Kaiser, G. B6Shm

Research and Development, European Aeronautic Defence and Space Company, Dornier,
Electrochemical Technology, 88039 Friedrichshafen, Germany

The publisher and author regret an error which appeared in the above-mentioned article. Please see the correct Fig. 2
published below.
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Fig. 2. Contamination of the MEA of single cells with Fe, Cr and Ni, measured after the cell test with different coated metallic bipolar plates.
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