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Ordre et Desordre duns Certains ComposPs du type Pyrochlore. M. FAUCHER AND P. CARO. Labora- 
toire des Terres Rares du C.N.R.S., 92 Meudon-Bellevue, France. Three Ln2M207 compounds (Ln3+ = 
Europium, M4+ = Tin, Titanium and Zirconium) are investigated by X-ray diffraction, and by optical 
methods making use of the local structural probe character of Eu3+ (4f6). It is shown that Eu,Sn,O, 
and Eu2TiZ07 are mainly constituted of an ordered pyrochlore phase where the europium ion is effec- 
tively in a DJ6 site with a center of inversion (no dipolar electric optical transitions). On the other hand 
EuzZrzO, appears to be, both from X-ray diffraction and optical spectra, a mixture of a disordered 
phase where the europium IS at a site without inversion center, very likely C3”, because of the existence 
of dipolar electric transitions, and of a phase, more abundant at high temperature, which could be an 
ordered pyrochlore. 

Thermodynamic Relations among Oliuine, SpineI, andphenacite Structures in SiIicates and Germanates. 
IV. The SystemZnO-MgO-Ge02. A. NAVRO~SKY. Department of Chemistry, Arizona State University, 
Tempe, Arizona 85281. Phase reIations in the system ZnO-Mg0-Ge02 were determined at 12OO”C, 
in air. Subsolidus phase relations along the pseudobinary join Zn,GeO,-Mg,GeO, were determined 
between 700 and 1200°C; the portion below 900°C was obtained hydrothermally. Only one spine1 phase 
is formed at low temperatures; this phase extends from Mg,GeO, to (Mgo.73Zn0.27)2Ge04 at 820°C. 
Its highest temperature of stability is 88O”C, with a composition of (Mg0.75Zn0.25)2Ge04. The free 
energies of transformation from the olivine to the phenacite structures at 1200°C are estimated to be 
+6 k I .O kcal/mole and -10 f 1.5 kcal/mole for Mg,GeO., and Zn,GeO*, respectively. 

Bond Strength Considerations Applied to Cation Coordination in Normal- and High-Pressure Oxides. 
R. D. SHANNON, J. CHENAVAS, AND J. C. JOLJBERT. Laboratoire des Rayons X, C.N.R.S., 38 Grenoble, 
France. For cations with radius ratiosclose to the critical value of 0.414,2 rulesaredeveloped to predict 
a preference for tetrahedral or octahedral coordination: (1) If for M,X,O, the ratio y = a/b is greater 
than a certain critical value (generally ye N I .O), X prefers tetrahedral coordination; (2) the greater the 
M-O bond strength, the greater the tendency for octahedral coordination of X. These rules follow 
from a consideration of Pauling’s electrostatic valence rule and reflect the probability of having strong 
M-O bonds to compete with X-O bonds. The coordination of Te6+, Vs+, A?+, Ge4+, Ti4+, Fe3+, Ga3+, 
A13+, B3+, Be*+ and Zn2+ in many oxides are consistent with these rules. Exceptions occur when the 
cations are found in highly stable structures such as perovskite, spinel, quartz, garnet, scheelite, and 
KzS04. When applied to high-pressure transitions, these rules allow one to predict that small y-values 
andstrong M-O bonds will lower the pressure at which an increase in thecoordination ofXshould occur. 

Propri&ttPs Structurales, Magnetiques et Electriques de I’Oxyfluorure Cr,V,-,Oz-,F,. M. BAYARD, 
M. POUCHARD, ET P. HAGENMULLER. Service de Chimie Mineralc Structurale de l’universite de 
Bordeaux I, C.N.R.S., 351 tours de la Liberation, 33405 Talence, France. The authors have determined 
the phase diagram of the system Cr,V,_,Oz-,F, (0 < x < 0.20) by magnetic susceptibility and X-ray 
diffraction measurements. At small chromium concentrations the intermediate phases Mz and Tof the 
system Cr,V,-,02 have been observed. At higher concentration (x > 0.09) only the rutile phase R is 
present. The magnetic and transport properties have been determined and discussed. 

Propri&&s Magnetiques et Elecironiques de I’Oxyfluorure de Formule VO,-,F,. M. BAYARD, M. 
POUCHARD, P. HAGENMULLER, AND A. WOLD. Service de Chimie Minerale Structurale de I’Universite de 
Bordeaux I, C.N.R.S., 351 tours de la Liberation, 33405 Talence, France. VO,-,F, samples (0 i 2; < 
0.55) have been prepared by solid state reaction in sealed platinum tubes. The crystalographic mono- 
clinic f rutile transition occurs at a quickly decreasing temperature as fluorine replaces oxygen. 
The crystallographic, magnetic, and transport properties have been determined and discussed. 

Solid State Chemistry of Organic Polyvalent Iodine Compounds. IV. Topotacfic Transformations o j 
2-lbdo-3’-Chlorodibenzoyf Peroxide and the Crysial Structure of m- Chlorobenzoic Acid. J. ZANOS 
GOIJGOUTAS AND L. LESSINGER. Department of Chemistry, University of Minnesota, Minneapolis, 
Minnesota. Single crystals of 2-iodo-3’-chlorodibenzoyl peroxide (P) undergo several competitive and 
consecutive topotactic transformations: upon standing in the laboratory atmosphere or during X-ray 
photography at -22’C, crystalline P is transformed to pseudomorphs containing preferentially oriented 
single crystal phases of o-iodosobenzoic acid (E), m-chlorobenzoic acid (D), and an as yet unidentified 


