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Short Communications 
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Differential thermal investigations with pure synthetic carbonate minerals revealed 
a general lowering of the dissociation peak for magnesite, dolomite or calcite when 
present together in an artificial mixture. The presence of siderite did not affect the 
dissociation curves of these carbonates. A systematic study of this phenomenon using 
pure compounds with controlled grain size and other affecting parameters may help 
in understanding the dissociation curves of natural carbonate aggregates. 

The  differential  t he rmal  analysis  o f  ca rbona te  minera ls  has been extensively 
r epo r t ed  in the  l i terature .  Such studies inc luded pure  end-members  o f  different 
g roups  as well as var ious  art if icial  mixtures  o f  these ca rbona tes  or  na tura l ly  occur- 
r ing aggregates  [1--10] .  
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Fig. l. Differential thermal curves of carbonate minerals. (l) Magnesite; (2) magnesite with 
10 ~ calcite; (3) magnesite with 10 ~ siderite; (4) dolomite; (5) magnesite with 10 ~ dolomite 
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In general, the dissociation temperature for any carbonate is found to vary 
depending on several parameters such as the presence of other cations in solid- 
solution, grain-size, etc. However, such studies do not clearly indicate the role of 
any parameter in particular in the dissociation of carbonates. In the present 
study, the end-members chosen are calcite, dolomite, siderite and magnesite - -  all 
made synthetically and supplied by Tern Pres Inc. (U.S.A.). Differential thermal 
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Fig. 2. Differential thermal curves for mixtures of (6) magnesite with 10 % siderite and 10% 
calcite; (7) magnesite with 10 % dolomite and 10 % calcite; and (8) magnesite with 10 % each 

of siderite, dolomite and calcite 

analysis was carried out in air with a Du Pont differential thermal analyser 
equipped with a 1200 ~ furnace at the heating rate of 15~ platinum sample 
cups and a matched pair of platinum-platinum 13%rhodium thermocouples 
were used. Automatic recording was done with a AT scale of 0.008 mV/inch 
(about 0,2~ the instrument employed having a sensitivity of 0.0025 ~ Pure 
end-members and also mixtures of two or more of them, were analyzed maintain- 
ing identical conditions of packing and grain-size for all the runs. Figures 1 and 2 
indicate the differential thermal curves for different samples. 

Results and discussion 

From the Figures, the following observations can be made: For pure magnesite 
(Curve 1), the peak for dissociation is at about 612 ~ With 10% of calcite or 
dolomite, the dissociation peak for magnesite is lowered to 600 ~ (Curves 2 and 5). 
Siderite alone if present with magnesite does not affect the dissociation of magne- 
site (Curve 3); however, when siderite (10% ) and calcite (10%) are present together, 
the peak is lowered to 585 ~ (Curve 6). Magnesite with 10% each of calcite, dolo- 
mite and siderite gives the dissociation peak at 590 ~ (Curve 8). 
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Similar  changes have been not iced  for  calcite and  do lomi te  in these curves.  
Whi le  the peak  for  pure  synthet ic  calcite is at  a b o u t  798 ~ the peak  for  calcite is 
shif ted to 745 ~ in mixtures  o f  calcite ( 1 0 ~ )  with magnesi te  (Curve 2); the presence 
o f  do lomi te  or  sideri te does  no t  apprec iab ly  change the dissocia t ion curve for  
calcite (Curves 6 and  8). Changes  in the d issocia t ion  o f  do lomi te  are  also similar.  
Whi le  the  peak  o f  the d issocia t ion  of  pure  synthet ic  do lomi te  was at  a b o u t  798 ~ a 
significant shift to  732 ~ was not iced  in mixtures  o f  magnesi te  wi th  1 0 ~  do lomi te  
(Curve 5). The o ther  const i tuents  had  li t t le effect on the  d issocia t ion  o f  do lomi te  
(Curves  7 and  8). 

Thus it can be conc luded  tha t  the presence o f  calcite or  do lomi te  in magnesi te  
affects the  d issoc ia t ion  of  this c o m p o u n d  apprec iab ly .  Sideri te does no t  seem to 
influence the d issoc ia t ion  o f  any  o f  the ca rbona tes  involved in the present  study.  
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R~SUMI~ - -  L'6tude par ATD de carbonates min6raux synthbtiques purs a montr6 un abaisse'- 
merrt du pic de dissociation de la magn6site, de la dolomie, ou de la calcite, quand ils coexistent 
dans le m61ange artificiel. La pr6sence de sid6rite n'affecte pas le mode de dissociation de ces 
carbonates. L'6tude syst&~aatique de ce ph6nom6ne avec des compos6s purs, en contr61ant 
la granulom6trie et les autres param~tres, a permis de comprendre le mode de dissociation des 
agr6gats des carbonates naturels. 

ZUSAMMENFASSUNG - -  Differentialthermoanalytische Untersuchungen an reinen synthetischen 
Karbonatgemischen yon mineralischer Zusammensetzung zeigten im allgemeinen eine 
Verminderung in der Temperatur der Dissoziationsspitze von Magnesit, Dolomit und Kalzit, 
wenn sie gemeinsam zugegen waren. Siderit beeinfluBte den Verlauf der Dissoziation der 
Karbonate nicht. Eine systematische Untersuchung dieser Erscheinung mit Hilfe yon reinen 
Verbindungen mit kontrollierter Korngr6Be und anderen beinfluBbaren Parametern trfigt 
zur K1/irung der Dissoziationserscheinungen von natiJrlichen Karbonataggregaten bei. 

Pe31oMe - -  ]/IccY[e~ZoBann~f, npoBe~eHubIe  c tlFICTbIMH C/4HTeTFfqeCKHMH MnHepa~aMH x a p 6 0 -  

HaTOB, o 6 n a p y x n n v ~  o 6 m e e  110unxer lne  TeMnepaTypbi  nnKa ~HCCOLIHa/~n~ ~YLq MarHe3nTa,  

,//OYlOM/elTa 1,LrltI KaJlblIaTa, eC.rlH OttH IlpHCyTCTBylOT BMeOTe B HCKyCCTBeHHO~ CMeCFI. YCTaHO- 

B;IeHo, qTO ~pHcyTCTBI4e c~I,zlepI, ITa He B~HgeT Ha BI, I~ ,RHccolIl4alim,I 9TFIX Kap6oHaTOB. CI,/CTe- 

MaTW~ecKoe H3y~eHHe 3TOFO nBYterIH~ Ha qnCTblX coe~rIHen~flx c onpe~e~enHblM pa3MepoM 3epeH 

n npH  y~8Te ~/pyrnx BYIH~IOLIII4X uapaMeTpoB MOXeT co~e/~ICTBOBaTb UOHI~IMaHHIO BH~OB ~BC- 
COII~IaLI14FI a r p e r a T o B  ecTeCTBeHRblX Kap6OHaTOB. 

Y. Thermal A n a l  2, 1970 


