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Page 7736, section 2.1.2. The quantities of F127 and
phloroglucinol in the synthesis procedure were inadvertently
transposed. The text should read: “In a typical preparation, F127
(25.2 g), phloroglucinol (12.6 g), and hydrochloric acid 37 wt
% aqueous solution (5 g) were dissolved in 650 mL of absolute
ethanol.” This error does not affect the conclusions in the paper.
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