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Corrigendum

Corrigendum to ‘Synthesis and exfoliation of bismaleimide-organoclay
nanocomposites’ [Polymer 45 (2004) 9011-9018]

Jiru Meng, Xiao Hu™

School of Materials Engineering, Nanyang Technological University, Nanyang Avenue, Singapore, Singapore 639798

Fig. 2b was inserted mistakenly. The correct micrograph should be:

Fig. 2b. TEM micrograph.
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