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H.G.Wiedemann and W. Smykatz-Kloss, Thermal studies on thenardite, 
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Due to an unfortunate oversight, an incorrect version of Table 1 has been 
printed. The correct Table 1 is given below. 

TABLE 1 

Selected data on the structural transitions of NazS04 (mainly heating values) 

Ref. Method of study Thermal transitions observed (“C) 

10 Cooling curves 

9 DTA 
11 DTA 
12 DTA 
13 DTA 
14 DTA 
15 DTA 
16 DTA 
17 DTA 
18 DTA 

5 DTA + optics 
19 DTA 
20 DTA 
21 DTA + X-ray 
22 TOA 

7 DTA 

160-180 185 

(227) 

(227) 
180 220 

220 
147 a 215 

223 
125 a 215 

212 
190 221 

200 

234 
241 
243 
270 (!) 
240 
243 

230 235-255 
230 235-255 

245 
245 

230 235-254 
245 
245 

236 242-250 
250 

230 238 

a Not reversible. 
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